
CERTIFICATE OF ANALYSIS 

CUSTOMER       : Sarv Sabz Apadana (BANDAR ABBAS, IRAN)

COMMODITY      : KER 828

CERTIFICATE No.: E18042416

QUANTITY       : 38.4 M/T

LOT  No. L518D13D1L518D16D2L518D20D2

QUANTITY(M/T) 5.76 30.72 1.92

TEST ITEM UNIT SPEC. RESULTS TEST METHOD

EGC mmol/kg 5260 ~ 5420 5297 5291 5286 ASTM D1652

EEW g/eq. 184.5 ~ 190.0 188.8 189.0 189.2 ASTM D1652

Viscosity, at 25℃ Pa.s 12.0 ~ 14.0 13.2 13.3 13.4 ASTM D445

Color APHA Max 100 20 15 20 ASTM D1209

Hydro. Chlorine mg/kg Max 400 241 175 384 ASTM D1726

Total Chlorine mg/kg Max 2000 1170 1130 1420 KPB-QC2-214

-----

I CERTIFY THAT THE ABOVE STATEMENTS ARE TRUE AND CORRECT.

             DATE     : Apr.24.2018 SIGNATURE :
                     H.            J.         Kim

 Manager of Quality Management Team

   KPB Q2-09


